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Foundation Blocks: Temperature Profile
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Flowing Concrete
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The Liu Centre
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Compressive Strength of HVFA
Concrete Placed at the LiuCentre

Age,days Foundation Structural
Elements

9.7 10.1
n.a. 19.5
18.7 n.a.
19.8 24.4
14 27.4 29.7
28 32.2 34.7
56 37.0 39.8
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